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GYPSUM PRGLUCTS ( —“ RLGULAR DATE: 12-16-74
. . PAGE: 2 of 2
APPROVALS: ' ‘ CANCELS: " B-3
| ASTM C 36 DATE; 3-15-74
PRO SPECIFICATIONS: (Refer to Product Bulletin B-G—4 for General
' Specifications.)
. . o Antioch, Long Delanco &
' ' Beach & Seattle = Jacksonville
Wet Weight "~ {1bs/MSF) 2600 - 2850 2675 - 2875
‘Dry Weight | (1bs/MSF) 1700 - 1850 1750 - 1900 .
: g (Average) 1750 1825 o
Evaporation Loss ' _(lbsﬂMSF). 750 - 900 850 - 1000
' | ALl Plents 7
Thickness ' (inch) 0.484 - 0,505, average 0.490
Individual Reading © {inch) + 0.010 from average
Edge Hardness at Take—off (ineh}) . 10 min. - 18 max. - 14 avg.
Flexural Strengih, minimum Deflection gt Break, min,
Across Grain ~ (1bs.) 140 0.030 inch
Parallel ~ . (Ibs.) 50 - 0.020 inch
Punch Test = (1bs.) 550 - 900 -
End Peel after Saw1ng . {ineh) 1" maximum -
Twist Test, maximum spht oL
Face { inch) 21
Back S ‘ (inch). 2
High Humidity Bond, max. peel
Face - ~ (inch) : i
. Baek .~ (inehn) 1
Al ALLING LL TEST ACCEPTANCE LIMITS

Test hourly samples for twist test immediately. Board with twist test resulﬂ%—

over specificaivicns indicate possible bond problems and shall be pink tagged

A 12"x48" sample (which is retained) shall be tested for bond and ‘end peel -
after cooling for 1 hour. Board with either end peel or bond fallure over 2

1ncth when tested cool shall be culled,

Twist Test, max. split

Face an
Rack 2n
Eng Peel @ 1 nour S an
Bond @ 1 hour oan

Falling Ball Impact - 0,020 - 0,050
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